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DEPARTMENT OF DEFENSE 

TEST METHOD STANDARD 

 

RADIOGRAPHIC INSPECTION, SOUNDNESS REQUIREMENTS FOR 

ALUMINUM AND MAGNESIUM CASTINGS (FOR SMALL ARMS PARTS) 

 

MIL-STD-139A, dated 5 January 1965, has been reviewed and determined to be 

valid for use in acquisition. 

 

      

Custodians:        Preparing Activity: 

Army - AR        Army – AR 

 

Review activity: 

Army – AT, MI 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

AMSC N/A        AREA NDTI 

DISTRIBUTION STATEMENT  A.  Approved for public release; distribution is 

unlimited. 

NOTICE OF VALIDATION 

NOT MEASUREMENT 

SENSITIVE 

http://www.abbottaerospace.com/technical-library

